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NVLAP LAB CODE 200127-0

DAVID L. ELLIS CO., INCORPORATED
310 Old High Street, P.O. Box 592
Acton, MA 01720-0010
Mr. Robert A. Ellis
Phone: 978-897-1795 Fax: 978-897-0844
E-Mail: dlellisco@aol.com
URL: http://ww.hardness-testblocks.com
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HR45X Scale

- 88 0.13

49 0.73
HR45Y Scale

94 0.18

69 0.50

Represents an expanded uncertainty using a coverage factor, k=2.

The standardized test blocks used for verification are calibrated at the David L. Ellis Company, Inc.
Hardness Calibration Laboratory in accordance with ASTM E18-00 section C using N.L.S.T.
Rockwell HRC standards reference materials (SRM) 2810, 2811, and 2812. All other Rockwell
scales are traceable to David L. Ellis Co., Inc. hardness levels through laboratory standardizing
machines. The standardizing machines are directly verified according to ASTM E18-00 using
devices that are traceable to N.I.S.T. either directly or through a NVLAP approved laboratory.
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